Grade U(V)HMWPE
YUHWA HIDENR U090

Examination Results I certify the U090 grade is suitable for ASTM and FDA regulations.
Inspection Specification Remark
Melting Point (°C) ASTM D 3418 130 ~ 136

Maximum extractable fraction in

i 21CFR 177.1520 Below allowance value
n-hexane at specified temperature

Maximum soluble fraction in Xylene at

. 21CFR 177.1520 Below allowance value
specified temperature

Cl-capture 21CFR 179.45 Below allowance value
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